settings adjustment sheet
this sheet is to dial in your reprap machine

step I.
print out the testplate.stl file

step 2 line up the printed plate on the
lower right hand corner of the drawing of

the plate
. Step 3 of the plate is smaller on the axis
T N iIncrease the diamention by the amount

listed on the guage. if larger decrease the

diamention.
| 0O

step 4 measure the holes and adust the
filiment size till it fits..

line up with side corner of test print

line up with bottom corner of test print
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